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[y NUTEK SYSTEMS, LTD. it |

TESTING SERVICES TEL: 046086736

TEST REPORT

i
|
!
!
% TITLE : Strainer Testing
E OUR REFERENCE : J42BA/A365A
! SAMPLE SUBMITTED BY :  Arnhold & Co Ltd
T Victoria Centre, 6/F
z 15 Wateson Road
? Hong Kong .
i DESCRTPTION OF SAMPLE : 25mm Toyo bronze y-type stralner with screwe v |
i endsa. | E’. o
I I I s -‘_:".
E MANUFACTURER : TOYO (Japan) e
Y. R RE'.I_. !.l"i‘.
f‘h ' 4 .
@ MODEL : Fig. 380 EwE.“,’f‘n ‘o, L ‘l
! 4 ' LR & I """t H
- - 1088 |
§ BODY MARKING : 150 ~ 1 ;
{ -
§ .
% PERIOD OF TESTS : 7-8-86 to 13-8-86
; RESULTS :- |
g (1) DIMENSIONS ]
f |
i Nominal size (mm) 25
g Height of valve. (mm) 1 s
E Face to face dimenszion (mm) 115
¢ Pitch size of screen (mm) 2.6 i
i ‘Aperture size of screen (mm) 1.4 }
ii;} Height of screen (mm) 68 )
§ Outside diameter of screen (mm) 28.5 3
i ‘
i. {2) HYDRAULIC PRESSURE TESTS 4
% }
: !
? Body Test l
! Test Pressure| Duration| Remark }
? {bar) (sec) 1
% 24 60 Pasas 2
i |
! :
! ;
z 1 .1.
; - z
r ;
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Nutek Systems Is a testing agency,
spproved by the Water Authority and
Government Supplies Department, for
testing water supply fittings.

: §
r UI?IT 8, B/F., KINGLET IND. BLDG., 2
! ]‘S' I NUTEK SYSTEMS, LTD. mawwmme |
1 . HON NG. A
?? TESTING SERVICES TEL: 0-B066738 %
% Qur reference J4284/A3654 (p.2) %
g Z
_ ;
{ (3) CHEMICAL COMPOSITION I
% |
¥ Part Elements Compositions (%) Designation
! Carbon | Silicon |Manganese | Nickel | Chromium | Sulphur | Prosphorus to BS 370 :
; Part 4 : 19702
? Screen 0.5 0.41 0.72 8.3 17,4 0.02 Q.01 302525 .g
% COMMENT : Satisfactory
%

‘<;:) Part Elements Compositions (%) Designation
; Copper | Zine |Lead | Tin [Nickel |Other Tmpurities 337231400 : 1
g Body 84.1 |5.9 4.7 |4.7] 0.2 0,4 LG2 }
¢
? 4
g (4) BSUMMARY OF RESULTS {(apply only to the szample tested) ;
% Dimensions - Batlsfactory ;
g Hydraullec Pressure Test - Satisfactory
g Chemical Composition - Satisfactory

{;/
- - ﬁf
DATE « A Aeyunt= 198L CERTIFIED BY : &4 - Rt

E.A. Bruges

B3¢ PhD CEng FIMarE
FIMechE FHKIE MASME

MASHRAE

Director & General Manager
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]‘S NUTEK SYSTEMS LTD

TESTING SERVICES

TEST REPORT
TITLE 1 Straliner Testing
QUR REFERENCE . ok JU28B/A3658E

SAMPLE SUBMITTED BY

Arnheld & Co Ltd-... .

Victoria Centre, 6/F

" 15 Watson Road

Heng Kong
DESCRIPTION OF SAMPLE
ends.
MANUFACTURER - :  TOYO (Japan)
MODEL 't Fig. 380
BODY MARKING : 150 - 13
. i

PERIOD OF TESTS
RESULTS : -

(1) DIMENSIONS

7-8-86 to 13-8-86

T s g

UNIT 9, &/F., KINGLET IND, BLDG.,

2123 SHING WAN RDAD,
TAI WA|, SHATIN, N.T.,

HONG KONG.

TEL: 8066738

RECEVED 1 g 45 %

32mm Toyo bronze y«type stralner with screwe

| \:L .
B

Nominal =ize {mm)

32
Height of valve (mm) 84
Face to face dimension (mm) 135
Pitch size of sereen {mm) | 2.6
Apérture size of screen (mm) 1.4
Height of acreen (mm) 80 v
Qutalde diameter of screen (mm) __35.5

(2) HYDRAULIC PRESSURE TEST

60

Body Test
Taat Prassure Duration Remark
(bar) {sec)
24 Passg

——
s
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UNIT B, 8/F, KINGLET IND, BLDG.,

2123 BHING WAN ROAD,
TAI WAL SHATIN, N, T,

R e e R L e i | e S . e e a1

et Suppliss

testing water supply fittings.

lq““ﬂtsyiﬂﬂnl i a testing aguncy,
spproved by the Water Authority and

for

E.A. Bruges

HONG KONG.
YESTING SERVICES TRL: Oookess
Our reference JY428B/A365B (p.2)
| (3) CHEMICAL COMPOSITION
Paft Elements Compositiona (%) Deaignation
Copper | Zine {Lead | Tin |Nickel | Other Impurities Eg7§s1uoo:
Body B4.7 4.9 5.0 k.9 0.2 0.3 LG2
Part Elsments Compositions (%) Deaignation
Carbon | S{1con | Manganese | Nickel | Garondun | Sulptur | Prosphorus to BS 970 :
Part 4 : 1970
fi Seresn 0,04 0.50 0.¢ 8.2 17.2 0.0 0.02 302325
CDHMENT H Satisfactory
! (4) SUMMARY OF RESULTS (apply only to the sample teated)
1 Dimensions = Batisfactory
Hydraulie Presaure Test = Satisfactory
1 Chemical Composition -  Satisfactory
“{mw
. [
. o i
DATE : 14 fw yord= 9FC ppnreren BY Foo Sy

BSe FhD CEng FIMaEE
FIMechE FHKIE MASHE

MASHHAE

Pirector & General Manager
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TESTING SERVICES
TEST

REPORT

EMS, LTD.

TITLE

QUR REFERENCE

3AMPLE SUBMITTED BY

DESCRIPTION OF SAMPLE

MANUFACTURER

MODEL

BODY MARKING

FERIOQD OF TESTS

RESULTS : -

Strainer Testing RECEIVED 1 g 2UT 1985

JU28C/A365C

Arnhold & Co Ltd
Vietoria Centre,

15 Watson Road

Hong

40mm

ends.

TOYO

Fig.

Kong

Toyo bronze y-type stralner with screwed

(Japan}

380

150 -

p
7-8-86 to 13-8-86

UNIT 9, &/F,, KINGLET IND, BLDG,,
21-23 3HING WAN ROAD,

Ay Ao Al ATy sl Al | AT Aol | Iy e LT T -..-i

TAI WAL SHATIN, N.T.,
HONG KONG,

TEL: 06055736

6/F

13

{1) DIMENSIONS

Nominal size (mm) 4o 3

Height of valve (mm) 96

Face to face dimension (mm) 160

Pitch =zize of screen (mm) 2.6
Aperture size of acreen (mm) 1.4 ;
Height of screen {(mm) 90 3
Qutside diameter of screen (mm) Ly %
(2) HYDRAULIC PRESSURE TEST g
Body Test 1
Test Pressure | Duration | Remark ;
{bar) (mec) ;
24 60 Pass !
b
!
|

-1

Lo
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Nutek & ystoms is a testing agency,
approved by the Water Authority and
Government Supplies Department, for
testing water supply fittings.
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z UNIT 8, B/F., KINGLET IND. BLDG,,
| \ NUTEK SYSTEMS, LTD. :ziwcuioe

. ? B HONG KONG.

f TESTING SER\ACLS TEL: 0-B066736
1
% Our reference JH2BC/A365C (p.2)
{
% {3) CHEMICAL COMPOSITICN
!
! Part Elements Compositions (%) Designatlon
s 1Y 1
% Copper Zinc Lead Tin Nickel Other Impurities gg7gs 00
E Body gy |s.2 |s5.2 |u.9 | 0.2 0.1 LG2
!
{
E Part Elements Compositions (%) Designaticon
. to BS 970 :
= Carbon | Silicon | Manganese | Nidel {Chromium | Sulptnr | Phosphorus Part 4 : 1970
Of Screen 0.06 0.68 1,42 8.4 17.1 0.01 0.01 02826
? COMMENT : Satisfactory
]
f (4) SUMARY OF RESULTS (apply only to the sample tested)
? Dimensions - SBatisfactory
; Hydraulio Pressure Test - Satisfacteory
Chemical Composition - Satisfactory
{
|
: e
g DATE : /& Beegpent 195 CERTIFIED BY : F. e /;‘M. s
L} E.A. Bruges

B3¢ PhD CEng FIMarE
FIMechE FHKIE MASME

MASHRAE

Director & Gengkal Manager
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' | NUTEK SYSTEMS, LTD. Jiiri -
’ = TAI WAL SHATIN, N.T., s

\

HONG KONG. i __J*“\k
TEST'NG SERVICES TEL: 0-B086728 _Ti*
TEST REPORT ;::%&‘:
i
e
TITLE . Strainer TestingeCEIVER ¢ 8 "up
215 1986 |
OUR REFERENCE : Juz28D/A365D '
SAMPLE SUBMITTED BY : Arnhold & Co Ltd

Victoria Centre, 6/F
15 Watson Read

e D 2 P T s i« T e e A -m-a-u.ﬁ-u—-:n_u—-c\.-:—-‘-n.@‘ e e A1 A A P el el e 1 14 1 b T e 1T b e A e

Hong Kong
DESCRIPTION OF SAMPLE ! 50mm Toyo bronze y-type strainer with screwed j" 2
ends., r 3
MANUFACTURER : TOYO (Japan) z
!
MODEL : Fig. 380
BODY MARKING ;. TOYO 150 - 2
w
PERTOD OF TESTS : 7-8-86 to 13-8-86
RESULTS : -
(1) DIMENSIONS %
Nominal s=size (mm) 50
Height of valve (mm) 121
Face to face dimension {(mm) 195 3
Piteh size of screen (mm) 2.6 1
Lw Aperture size of screen (mm) 1.4 3
) Height of screen {mm) 120 4
Qutside diameter of screen (mm) 55 i
.
() HYDRAULIC PRESSURE TEST )
Body Test
Test Pressure Duraticn Remarlk
(bar) (sec)
24 60 Pass
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UNIT 8, 6/F., KINGLET IND. BLDG.,
NUTEK SYSTEMS, LTD. i
5 ] TAI WAL SHATIN, NT,,
HOMG KONG.

TESTING SERVICES TEL: 05056736

Our reference JUZBD/A36SD (p.2)

{3) CHEMICAL COMPOSITION

Elements Compositions (%) Designation
to B31400 :
1973

Part

Copper | Zine | Lead | Tin | Nickel | Other Impurities

Body 84.5 5.1 4.8 | 4.9 | 0.2 0.5 LG2

Elements Compositions (%) Designation

Carbon | S1licon | Manganese | Nickel |Chromium | Sulptur | Phosphorus §2r28u9T01;7o

Part

Screen 0.06 0.48 0.89 8.4 17.5 0.0 0.0 302525
COMMENT : Satisfactory

Dimensions - Satisfactory
Hydraulic Pressure Test - SatisTactory

Chemical Composition - Satisfactory

bl - - 0%**-;/‘—*
DATE : Ja Aecgieed 9ot CERTIFIED BY : & o

E,A. Bruges

BSc PhD CEng FIMarE
FIMechE FHKIE MASME
MASHRAE

Nutek Systems is a testing agency,

approved by the Water Authority and Director & General Manager

Government Supplies Department, for

testing water supply fittings.
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(4) SUMMARY OF RESULTS (apply only to the sample tested) !
;
§
i
;
3
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